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&6 1R 2 CERTIFICATE OF ANALYSIS
g = Customer: RFE HxERELot quantity: 100Kg
% P45 Customer code: . it 2 Lotnumber: GCD190313005
e e Colour: KHILL JEE #1 Substrate: AL
T v Type: JUAME B4 & ArCure condition:200°C X 10min T4/
R H TR T7 ¥ HARFE Sl 4 R
TEST ITEM METHOD, STANDARD SPECIFICATION RESULTS
HaHIRE H FARL, Toas R R Ei&
Powder Apperance Visual Loose, No Lunp and Impurity Passed
R IE AN H FAR LR A
Film Appearance Visual Art-type texture Passed
i JRE R st UNEEX Y
B R AL HREAHNER |\ g meprimpen HoES 1. | e
. ¥ Visual & . | . AE=0.5
Chromatic Aberration Similar to standard panel&DEs \..Lr)
Spectrophotometer
P (60° )% ASTM D523-89 (08) s i
Gloss(60° ) % GB/T 9754-—-2007 sl A
VRS ELRE, ok ASTM D 7091-05 o .
Dry Film Thickness, um GB/T1764-79 (89) 60£10um 651 m
X V&M E S ASTM D3359-02 =B 5B
Cross Hatch Adhesion GB/T9286-1998 ? K
AET Y ASTM D 3363-05 - CRic
Pencil hardness GB/T6739--2006 - Passed
: . GB/T 11185-2009 - Passed
mandrel), inch
PR (IEWD  |ASTM D 2794-93 (99) > 50ke*em i
GB/T 1732-—1993 —OVRS Passed

Impact Resistance

72510
Conclusion
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